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Photo 1  

Overview of wind-rain combination B on  

test specimen 1A. 

 

Photo 2  

Overview of wind-rain combination D on  

test specimen 1A. 

 

Photo 3  

Buildup of test specimen 1B. 
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Photo 4  

Overview of wind-rain combination B on  

test specimen 1C. 

 

Photo 5  

Detail of wind-rain combination B on  

test specimen 1C. 

 

Photo 6  

Overview of wind-rain combination D on  

test specimen 1C. 
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Photo 7  

Overview of test specimen 3A. 

 

Photo 8  

Overview of wind-rain combination B on  

test specimen 3A. 

 

Photo 9  

Overview of wind-rain combination D on  

test specimen 3A. 
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Photo 10  

Detail of wind-rain combination D on  

test specimen 3A. 

 

Photo 11  

Detail of test specimen 3B. 

 

Photo 12  

Detail of test specimen 3B, tile not grinded. 
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Photo 13  

Detail of test specimen 3B, tile grinded. 

 

Photo 14  

Overview test specimen 3C. 

 

Photo 15  

Overview of wind-rain combination B on  

test specimen 3C. 
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Package data 
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ClickFit Mounting structure 
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Tiles 

 

Concrete ‘fast cover’ tiles 

 

 

  



Annex : B Page: 8 

Order number : 0104-B-12/3 of 8 pages 

OVH 206 ceramic tiles 

 

 


